Zipro Ceramic Material

DATA SHEET

Scandia Stabilized Zirconia

Chemical Analysis (wt% by XRF)

Product Code

Chemical Formula

Composition

ZP-SCSZ

SC - ZrOo

Analytical Value Typical Specifications (wt%)

ZrO2(Min.) 85.8
HfO, 1.62
Sc203 11.0
CeO2 1.39

Al203 (Max.) 0.0015

Fe203 (Max.) 0.0005

SiO2 (Max.) 0.0005
L.O.I 1.42
Moisture 0.77
B.E.T (m?/g) 13.2
Bulk Density (g/cm?) 1.37
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