Zipro Ceramic Material

DATA SHEET

High Purity Alumina

Chemical Analysis

Product Code ZP-AL-7D-4N8 ZP-AL-100D-4N8
Chemical Formula Al203
Composition Analytical Value Typical Specifications
Al203(Min. %) 99.996 99.99
Si (ppm) 22 3
Na (ppm) 6 3
Fe(ppm) 10 2
Mg (ppm) 5 2
Average Particle Size D50 6-8 100-130
(Hm)
B.E.T (m?/g) 2-4 4-7
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